
APPENDIX D

ACID BASE ACCOUNTING RESULTS OF ANALYSIS
FOR THE 1999 EXPLORATION DRILLING PROGRAM

(20% OF ALL HOLES DRILLED) & LOCATION
DRAWING



True North Mine Project

ABA Sample  #99-TN-744

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 <0.01 0.00 48.4 48.4
10 20 0.05 1.56 56.6 55.0
20 30 <0.01 0.00 238.0 238.0
30 40 <0.01 0.00 232.0 232.0
40 50 <0.01 0.00 229.0 229.0
50 60 0.04 1.25 220.0 218.8
60 70 <0.01 0.00 235.0 235.0
70 80 0.07 2.19 185.0 182.8
80 90 0.09 2.81 28.9 26.1
90 100 0.03 0.94 157.0 156.1

100 110 0.07 2.19 166.0 163.8
110 120 0.03 0.94 116.0 115.1
120 130 0.04 1.25 27.0 25.8
130 140 0.02 0.62 21.4 20.8
140 150 0.05 1.56 21.4 19.8
150 160 0.06 1.87 24.9 23.0
160 170 0.02 0.62 17.1 16.5
170 180 0.05 1.56 6.6 5.0
180 190 0.24 7.50 54.6 47.1
190 200 0.13 4.06 48.1 44.0
200 210 0.28 8.75 37.1 28.4
210 220 0.10 3.12 127.0 123.9
220 230 0.61 19.10 244.0 224.9
230 240 0.31 9.68 154.0 144.3
240 250 0.19 5.94 164.0 158.1
250 260 0.19 5.94 95.7 89.8
260 270 0.65 20.30 129.0 108.7
270 280 0.14 4.37 53.9 49.5
280 290 0.16 5.00 174.0 169.0
290 300 0.46 14.40 175.0 160.6



True North Mine Project

ABA Sample  #99-TN-744

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

300 310 0.63 19.70 172.0 152.3
310 320 1.36 42.50 166.0 123.5
320 330 0.75 23.40 228.0 204.6
330 340 0.70 21.90 219.0 197.1
340 350 1.19 37.20 220.0 182.8
350 360 3.23 101.00 174.0 73.0
360 370 0.76 23.70 234.0 210.3
370 380 2.15 67.20 217.0 149.8
380 390 0.28 8.75 227.0 218.3
390 400 0.85 26.60 239.0 212.4
400 410 0.78 24.40 218.0 193.6
410 420 3.94 123.00 218.0 95.0
420 430 4.34 136.00 222.0 86.0
430 440 1.16 36.20 225.0 188.8
440 450 0.60 18.70 221.0 202.3
450 460 3.76 117.00 234.0 117.0
460 470 1.32 41.20 229.0 187.8
470 480 2.40 75.00 222.0 147.0
480 490 3.35 105.00 222.0 117.0
490 495 3.20 100.00 221.0 121.0

 



True North Mine Project

ABA Sample  #99-TN-749

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 0.01 0.31 32.9 32.6
10 20 <0.01 0.00 311 311
20 30 <0.01 0.00 496 496
30 40 <0.01 0.00 459 459
30 40 <0.01 0.00 458 458
40 50 0.16 5.00 282 277
50 60 0.24 7.50 143 135
60 70 0.01 0.31 14.1 13.7
70 80 0.02 0.62 9.58 8.96
80 90 0.01 0.31 9.66 9.35
90 100 <0.01 0.00 13.6 13.6

100 110 <0.01 0.00 6.10 6.10
110 120 0.01 0.31 5.12 4.81
120 130 <0.01 0.00 3.84 3.84
120 130 <0.01 0.00 3.46 3.46
130 140 <0.01 0.00 2.41 2.41
140 150 <0.01 0.00 3.32 3.32



True North Mine Project

ABA Sample  #99-TN-750

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 0.01 0.31 7.29 6.98
10 20 0.01 0.31 10.2 9.87
20 30 0.01 0.31 10.5 10.2
20 30 <0.01 0.00 10.9 10.9
30 40 <0.01 0.00 9.47 9.47
40 50 0.01 0.31 11.1 10.8
50 60 <0.01 0.00 11.4 11.4
60 70 <0.01 0.00 1.85 1.85
70 80 <0.01 0.00 3.05 3.05
80 90 <0.01 0.00 3.79 3.79
90 100 <0.01 0.00 3.41 3.41
100 110 <0.01 0.00 4.16 4.16
110 120 0.11 3.44 387 383
120 130 0.07 2.19 532 530
130 140 <0.01 0.00 464 464
140 150 <0.01 0.00 467 467
150 160 <0.01 0.00 472 472
160 170 <0.01 0.00 493 493
170 180 <0.01 0.00 526 526

0.27 8.43 45.5 37.1



True North Mine Project

ABA Sample  #99-TN-752

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

34 40 0.01 0.31 66.9 66.6
40 50 <0.01 0.00 78.1 78.1
50 60 0.01 0.31 80.4 80.0
60 70 <0.01 0.00 284 284
70 80 <0.01 0.00 214 214
80 90 0.02 0.62 115 115
90 100 <0.01 0.00 145 145
100 110 0.07 2.19 211 209
110 120 <0.01 0.00 363 363
120 130 0.01 0.31 114 114
120 130 0.01 0.31 113 113
130 140 <0.01 0.00 189 189
140 150 <0.01 0.00 172 172
150 160 <0.01 0.00 244 244
160 170 0.02 0.62 188 187
170 180 0.09 2.81 178 175
180 190 0.06 1.87 155 153
190 200 <0.01 0.00 221 221
200 210 0.02 0.62 476 476
210 220 0.47 14.7 243 229
210 220 0.46 14.4 241 227
220 230 0.47 14.7 238 224
230 240 0.46 14.4 232 217
240 250 0.11 3.44 201 197
240 250 0.10 3.12 200 197
250 260 <0.01 0.00 36.6 36.6
260 270 0.24 7.50 51.4 43.9
270 280 0.03 0.94 44.1 43.1
280 290 0.05 1.56 46.6 45.1
290 300 0.24 7.50 60.2 52.7
300 310 0.10 3.12 191 187
310 320 0.35 10.9 209 198
320 330 0.01 0.31 208 208
330 340 0.23 7.19 183 176
340 350 0.21 6.56 183 177

    



True North Mine Project

ABA Sample  #99-TN-754

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 0.01 0.31 4.07 3.76
10 20 0.01 0.31 159 158
20 30 <0.01 0.00 204 204
30 40 <0.01 0.00 239 239
30 40 <0.01 0.00 238 238
40 50 0.03 0.94 19.4 18.5
50 60 <0.01 0.00 156 156
60 70 <0.01 0.00 108 108
70 80 0.01 0.31 41.4 41.1
80 90 0.05 1.56 2.80 1.24
90 100 0.04 1.25 91.8 90.6
90 100 0.03 0.94 91.6 90.6
100 110 0.14 4.37 141 137
110 120 <0.01 0.00 196 196
120 130 <0.01 0.00 108 108
130 140 <0.01 0.00 145 145
140 150 0.02 0.62 111 110
150 160 0.06 1.87 105 103
160 170 1.90 59.4 135 75.6
170 180 0.36 11.2 115 103
180 190 0.03 0.94 139 138
190 200 0.14 4.37 139 135
200 210 0.03 0.94 142 141
200 210 0.04 1.25 142 140
210 220 0.17 5.31 139 133
220 230 0.48 15.0 181 166
230 240 0.45 14.1 183 169
240 250 0.36 11.2 186 175

    



True North Mine Project

ABA Sample  #99-TN-755

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 <0.01 0.00 162 162
10 20 <0.01 0.00 152 152
20 30 <0.01 0.00 165 165
30 40 <0.01 0.00 91.7 91.7
40 50 0.31 9.68 113 103
50 60 <0.01 0.00 64.9 64.9
60 70 0.01 0.31 11.2 10.9
70 80 0.18 5.62 243 238
80 90 0.02 0.62 2.01 1.39
90 100 <0.01 0.00 45.1 45.1
100 110 0.03 0.94 87.9 87.0
110 120 0.06 1.87 7.53 5.66
120 130 0.27 8.43 210 202
130 140 0.10 3.12 42.2 39.1
140 150 0.01 0.31 235 234
150 160 <0.01 0.00 234 234
150 160 <0.01 0.00 235 235
160 170 0.03 0.94 140 139
170 180 0.48 15.0 197 182
180 190 0.11 3.44 222 218
190 200 0.01 0.31 226 226
200 210 0.30 9.37 190 180
210 220 0.11 3.44 203 200
220 230 0.16 5.00 238 233
230 240 0.18 5.62 239 234
240 250 0.25 7.81 232 224
250 260 1.37 42.8 228 186
250 260 1.39 43.4 227 184
260 270 0.03 0.94 196 195
270 280 1.41 44.0 235 191
270 280 1.41 44.0 236 192
280 290 2.15 67.2 230 162
290 300 1.69 52.8 227 174

    



True North Mine Project

ABA Sample  #99-TN-759

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

8 10 <0.01 0.00 202 202
10 20 <0.01 0.00 237 237
20 30 <0.01 0.00 274 274
30 40 <0.01 0.00 233 233
30 40 <0.01 0.00 233 233
40 50 0.02 0.62 233 232
50 60 <0.01 0.00 200 200
60 70 <0.01 0.00 212 212
70 80 <0.01 0.00 219 219
80 90 0.22 6.87 229 222
90 100 0.20 6.25 221 215

100 110 0.01 0.31 237 237
110 120 <0.01 0.00 233 233
120 130 <0.01 0.00 244 244
130 140 0.01 0.31 237 237
140 150 0.07 2.19 290 288
150 160 0.06 1.87 244 242
160 170 0.04 1.25 289 288
160 170 0.03 0.94 286 285
170 180 0.26 8.12 230 222
180 190 0.03 0.94 236 236
190 200 0.01 0.31 143 143

0.31 9.68 45.5 35.8



True North Mine Project

ABA Sample  #99-TN-782

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 <0.01 0.00 128.0 128.0
10 20 <0.01 0.00 156.0 156.0
20 30 <0.01 0.00 118.0 118.0
30 40 <0.01 0.00 79.6 79.6
40 50 <0.01 0.00 5.1 5.1
50 60 <0.01 0.00 6.9 6.9
60 70 <0.01 0.00 4.7 4.7
70 80 0.01 0.31 75.5 75.2
80 90 <0.01 0.00 204.0 204.0
90 100 <0.01 0.00 152.0 152.0

100 110 <0.01 0.00 15.7 15.7
110 120 0.04 1.25 119.0 117.8
120 130 <0.01 0.00 99.3 99.3
130 140 <0.01 0.00 46.5 46.5
140 150 <0.01 0.00 41.6 41.6
150 160 <0.01 0.00 87.1 87.1
160 170 <0.01 0.00 4.4 4.4
170 180 0.08 2.50 129.0 126.5
180 190 <0.01 0.00 254.0 254.0
190 200 0.01 0.31 19.1 18.8

      



True North Mine Project

ABA Sample  #99-TN-786

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

5 10 <0.01 0.00 9.8 9.8
10 20 <0.01 0.00 19.1 19.1
20 30 <0.01 0.00 97.4 97.4
30 40 <0.01 0.00 6.6 6.6
40 50 0.04 1.25 19.3 18.1
50 60 0.04 1.25 2.0 0.7
60 70 0.03 0.94 3.0 2.0
70 80 <0.01 0.31 6.1 5.8
80 90 <0.01 0.00 4.5 4.5
90 100 0.01 0.31 12.1 11.8

100 110 <0.01 0.00 7.4 7.4
110 120 0.15 4.69 123.0 118.3
120 130 <0.01 0.00 154.0 154.0
130 140 0.15 4.69 11.5 6.8
140 150 <0.01 0.00 264.0 264.0

      



True North Mine Project

ABA Sample  #99-TN-787

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

10 20 <0.01 0.00 75.0 75.0
20 30 <0.01 0.00 43.9 43.9
30 40 <0.01 0.00 72.9 72.9
40 50 <0.01 0.00 134.0 134.0
50 60 <0.01 0.00 86.1 86.1
60 70 <0.01 0.00 100.0 100.0
70 80 0.07 2.19 4.7 2.5
80 90 0.01 0.31 146.0 145.7
90 100 0.37 11.60 306.0 294.4

100 110 <0.01 0.00 240.0 240.0
110 120 <0.01 0.00 253.0 253.0
120 130 <0.01 0.00 257.0 257.0
130 140 <0.01 0.00 119.0 119.0
140 150 0.11 3.44 76.9 73.5
150 160 <0.01 0.00 88.2 88.2
160 170 <0.01 0.00 138.0 138.0
170 180 0.02 0.62 8.9 8.3
180 190 0.12 3.75 50.1 46.4
190 200 0.01 0.31 5.6 5.3

      



True North Mine Project

ABA Sample  #99-TN-789

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 0.01 0.31 31.1 30.8
10 20 0.01 0.31 158.0 157.7
20 30 <0.01 0.00 180.0 180.0
30 40 <0.01 0.00 3.7 3.7
40 50 <0.01 0.00 18.0 18.0
50 60 <0.01 0.00 90.7 90.7
60 70 0.01 0.31 3.7 3.4
70 80 0.01 0.31 6.9 6.6
80 90 0.01 0.31 15.6 15.3
90 100 <0.01 0.00 38.7 38.7

100 110 <0.01 0.00 52.0 52.0
110 120 <0.01 0.00 19.3 19.3
120 130 <0.01 0.00 18.6 18.6
130 140 0.01 0.31 18.0 17.7
140 150 <0.01 0.00 218.0 218.0
150 160 0.01 0.31 199.0 198.7
160 170 0.33 10.30 189.0 178.7
170 180 0.03 0.94 180.0 179.1
180 190 <0.01 0.00 210.0 210.0
190 200 0.07 2.19 222.0 219.8
200 210 <0.01 0.00 98.4 98.4
210 220 <0.01 0.00 107.0 107.0
220 230 <0.01 0.00 165.0 165.0
230 240 0.11 3.44 192.0 188.6
240 250 0.11 3.44 223.0 219.6
250 260 0.23 7.19 179.0 171.8
260 270 0.06 1.87 241.0 239.1
270 280 0.13 4.06 245.0 240.9
280 290 <0.01 0.00 234.0 234.0
290 300 0.42 13.10 246.0 232.9
300 310 0.85 26.60 220.0 193.4
310 320 0.01 0.31 236.0 235.7
320 330 0.02 0.62 221.0 220.4
330 340 <0.01 0.00 202.0 202.0
340 350 <0.01 0.00 242.0 242.0
350 360 1.08 33.70 235.0 201.3
360 370 0.09 2.81 220.0 217.2
370 380 0.01 0.31 243.0 242.7
380 390 0.17 5.31 239.0 233.7
390 400 0.01 0.31 247.0 246.7

      



True North Mine Project

ABA Sample  #99-TN-799

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 <0.01 0.00 9.8 9.8
10 20 0.01 0.31 7.4 7.1
20 30 <0.01 0.00 74.0 74.0
30 40 <0.01 0.00 82.4 82.4
40 50 <0.01 0.00 34.7 34.7
50 60 <0.01 0.00 125.0 125.0
60 70 <0.01 0.00 85.4 85.4
70 80 <0.01 0.00 45.0 45.0
80 90 <0.01 0.00 5.3 5.3
90 100 <0.01 0.00 145.0 145.0

100 110 <0.01 0.00 204.0 204.0
110 120 <0.01 0.00 53.9 53.9
120 130 <0.01 0.00 147.0 147.0
130 140 <0.01 0.00 192.0 192.0
140 150 0.24 7.50 488.0 480.5
150 160 0.36 11.20 476.0 464.8
160 170 0.06 1.87 53.3 51.4
170 180 0.19 5.94 184.0 178.1
180 190 0.06 1.87 160.0 158.1
190 200 <0.01 0.00 188.0 188.0

      



True North Mine Project

ABA Sample  #99-TN-817

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 0.15 14.40 388.0 373.6
10 20 0.02 0.62 195.0 194.4
20 30 0.02 0.62 195.0 194.4
30 40 0.01 0.31 191.0 190.7
40 50 <0.01 0.00 189.0 189.0
50 60 <0.01 0.00 190.0 190.0
60 70 0.01 0.31 187.0 186.7
70 80 0.03 0.94 18.1 17.2
80 90 0.01 0.31 130.0 129.7
90 100 <0.01 0.00 236.0 236.0

100 110 0.01 0.31 186.0 185.7
110 120 0.14 4.37 173.0 168.6
120 130 0.12 3.75 180.0 176.3
130 140 0.36 11.20 187.0 175.8
140 150 0.01 0.31 380.0 379.7
150 160 0.01 0.31 180.0 179.7
160 170 <0.01 0.00 186.0 186.0
170 180 0.28 8.75 244.0 235.3
180 190 0.01 0.31 245.0 244.7
190 200 0.01 0.31 423.0 422.7

      



True North Mine Project

ABA Sample  #99-TN-818

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 0.03 0.94 464.0 463.1
10 20 <0.01 0.00 527.0 527.0
20 30 0.01 0.31 387.0 386.7
30 40 <0.01 0.00 470.0 470.0
40 50 0.01 0.31 190.0 189.7
50 60 0.02 0.62 191.0 190.4
60 70 0.04 1.25 187.0 185.8
70 80 0.39 12.20 188.0 175.8
80 90 <0.01 0.00 164.0 164.0
90 100 0.07 2.19 234.0 231.8

100 110 <0.01 0.00 239.0 239.0
110 120 0.01 0.31 386.0 385.7
120 130 <0.01 0.00 244.0 244.0
130 140 0.17 5.31 471.0 465.7
140 150 0.02 0.62 244.0 243.4
150 160 0.29 9.06 191.0 181.9
160 170 0.26 8.12 135.0 126.9
170 180 0.08 2.50 148.0 145.5
180 190 0.29 9.06 242.0 232.9
190 200 0.02 0.62 377.0 376.4

      



True North Mine Project

ABA Sample  #99-TN-819

Pyritic
Total Acid Pyritic Sulfur

Total Sulfur Neutral. Base Sulfate Pyritic Organic Sulfur Acid Base
Upper Low Sulfur Acid Base Pot. Pot. Sulfur Sulfur Sulfur Acid Base POT
Depth Depth % t/1000t t/1000t t/1000T % % % t/1000t t/1000t

0 10 <0.01 0.00 2.7 2.7
10 20 0.02 0.62 2.9 2.2
20 30 0.01 0.31 3.4 3.1
30 40 0.03 0.94 4.2 3.3
40 50 0.03 0.94 14.5 13.6
50 60 0.16 5.00 7.5 2.5
60 70 0.10 3.12 5.0 1.8
70 80 0.01 0.31 273.0 272.7
80 90 0.51 15.90 463.0 447.1
90 100 <0.01 0.00 23.8 23.8
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